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NANOA4LIFE EUROPE L.P.
VOULIAGMENIS AVE. 318 AGIOS DIMITRIOS — ATHENS - GREECE

Product Name: NANODIAMOND4-CARPAINT

Product Type: ANTISCRTCH COATING

Product Color: TRANSPARENT

Manufacturer: NANOA4LIFE EUROPE L.P.

Supplier: NANOA4LIFE EUROPE L.P.

Buyer/Order No. : 061118

Product Submitted By: NANOA4LIFE EUROPE L.P.

Date of Receive: DECEMBER 24, 2018

Date of Testing: DECEMBER 24, 2018 ~ JANUARY 07, 2019

Remark: The information mentioned in the above section is provided by Client

(Exclude Date of Sample Received and Date of Testing)

The laboratory tests according to the test requests and samples provided by client, and the results are as follows:

Test Required : Pencil Hardness

Test Method :  Please see attached sheets

Test Result : Please see attached sheets
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Pencil Hardness
Test Equipment :
Name Brand Model
Pencil MITSU-BISHI uni
Test Method :
JIS K5400(1990) Testing Methods for Paints

Test Condition :
The variety of pencil hardness :

6B-5B-4B-3B-2B-B-HB-F-H-2H-3H-4H-5H-6H-7H-8H -9H

SOft < mmmmm e e e e e e e e > Hard
Load : 1000g
Evaluation Method : Scratch Hardness
Test Result :
Test Item(s) Test Result(s)
Pencil Hardness 9H
_____ R
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Sample Photo :

Test Sample
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